Fly Ash Production and Use with Percent
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Bottom Ash Production and Use with Percent

60%

25

Percent Used

50%

(Right Axis)

Produced

PpasMn 1uadiad

X
=)
on

40%
20%
10%
0%

I ©'0¢
8T0¢

£L10¢
910¢
ST0¢C
v10¢
€10¢
¢10¢
110¢
010¢
600¢
800¢
£00¢
900¢
500¢
00¢
€00¢
¢00¢
100¢

000¢

0

(=] LN o L
~N ~ ~

(suoy 110ys Jo suoljjiin) ysy wolrog



Synthetic Gypsum Production and Use with Percent
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All CCPs Production and Use with Percent
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